
 

 

 

 

   
 汽車規範 Specifications 效能 Performance Data 
 General Motors GM7111M、GMW14100 鹽霧 240~480hrs 

(依各汽車規範或客戶要
求) 

 Ford S441(WSS-M21P37-A2) Salt Spray 

 Chrysler PS-7626 ASTMB117 

 
Int’l Truck 

TMS-4518 Type 2 

MPAPS G-4518 
Type 2 平均膜厚  

Coating Thickness 

12μm. 
(依各汽車規範或客戶要
求)  Delphi DX550041 

 TRW TS2 -25-060 Class B    
 ArvinMeritor P92 

顏色 
Color 

銀灰 
Silver/Gray 

 ASTM F1137-00 Grade2  

   
    

美加力工業(股)公司 
A-OKAY IND. CO., LTD.  

MAGNI511 


